
http://corrosion.kaist.ac.kr

9. 9. DealloyingDealloying and Dezincificationand Dezincification

Dealloying occurs when one or more 
components of an alloy are more susceptible to 
corrosion than the rest and as a result, are 
preferentially dissolved.

• Dezincification
: the selective removal of Zn from brass.
• Graphitic corrosion 
: the selective leaching of iron or steel leaving 

the graphite network in cast iron. The graphite 
is cathodic to iron and an excellent galvanic 
cell exists.
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9.1 Dezincification

Dezincification occurs in brasses containing  more than 15% zinc.
o. Uniform (layer type) dezincification : favor the high brasses( high zinc content) and acid 
environments.
o. Localized(plug type) dezincification : favor the low brasses and neutral, alkaline solutions.

9.2 Dezincification Mechanism

1) Zn selectively dissolves, leaving 
behind a porous, weak copper structure.

2) Both zinc and copper dissolve and the 
more noble copper then redeposits as a 
porous layer
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9.3 Prevention
1) Remove the aggressiveness of the environment (ex. Oxygen removal)
2) Apply cathodic protection.
3) Alloy design : Addition of 1% Sn to 70-30 brass → Cu-28Zn-1Sn. Add small amount of As, 

P, and Sb as inhibitors to brass for further improvement in corrosion resistance. →Cu-
29Zn-1Sn-0.04As : These inhibiting elements are redeposited on the alloy as a film 
thereby hinder deposition of copper.


