
 

Product Surface finishing Notes 

White hot rolled 

coil (WHRC) 

White hot rolled 

 

A comparatively rough, dull surface produced by hot

rolling to the specified thickness, followed by annealing 

and descaling. 

Cold rolled coil 

(CRC) 

2B 

 

A bright, cold rolled finish produced by cold rolling to the 

specified thickness. 

 BA 

 

BA finish produced by performing bright annealing in 

inert atmosphere after cold-rolling and light cold rolling. 

Smoother and brighter than 2B 

 

304                    Grade-Surface

Application WHR 2B BA 

Building and Construction  ○ ○ 

Electric Machinery and Equipment  ○ ○ 

Automotive  ○  

Transport  ○  

Industrial Machinery ○ ○  

Cookware  ○  

Home and Office  ○ ○ 

Art  ○  

 

More information can be found in the ISSF Book of New Applications. Please click on  

the below link: 

 

http://www.worldstainless.org/ISSF/Files/ISSF%20Book%20of%20New%20Applications%202009.pd
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